Roof sandwich panels EMR-Mw FARM 1050

Modular width: 1050 mm
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H = 40, 60, 80, 90, 100, 120, 160, 180 mm

Roof sandwich panels EMR-Mw FARM 1050 data sheet

Type of insulation Mineral wool

Insulant density [kg/m?] 100 +3

Thickness of the panel [mm] H / with rib [mm] 80/122 100/142 120/162 140/182 160/202 180/222
Weight 1 m2 for sheeting 0.5/0.5 mm [kg] 16.80 18.80 20.80 22.80 2480 2680
Length [m] 2000 - 10000

Module width [mm] 1050

Thickness of the external profile [mm] 05/06

Thickness of the internal profile [mm] 04/05

Thermal conductivity A [W/mK] 0.041

Thermal transmittance U [W/m2K] 0.46 038 032 028 024 022
Fire safety class - REI20 REI'120 REI'120 REI'120 REI'120
Fire reactivity class A2-s1,d0 A2-s1,d0 A2-s1,d0 A2-s1,d0 A2-s1,d0 A2-s1,d0
Class for external fire performance of roofs BROOF(H)

and roof coverings

External coatings - polyester, 25 pm (standard coating)
Internal coatings - FARM, 35 um @ @ )
Certificates EN 14509
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Roof sandwich panels EMR-Mw FARM 1050
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42

s, —

L. L

1047 2

Internal side @

External side: Internal side:

Trapezoidal profile

‘ 50 ‘ 50 ‘
L 50
88
R 90
Smooth profile (G)
V -face

®
X info@emimar.lv R, +371 67555 046 A www.emimar.lv Eg EMIMAR

INDUSTRIALA CELTNIECIBA



Roof sandwich panels EMR-Mw FARM 1050

Colours

Standard RAL colours of the external sheeting PE 25 pm

RAL 1015 RAL 7035 RAL 9001 RAL 9002 RAL 9006 RAL 9010
Nonstandard RAL colours of the external sheeting PE 25 pm
RAL 1002 RAL 1021 RAL 3000 RAL 3011 RAL 3016 RAL 5010
RAL 5012 RAL 6029 RAL 7016 RAL 7024 RAL 8017 RAL 9007
RAL colours of the external sheeting PE 25 pm on demand
RAL 1018 RAL 6011 RAL 7040 RAL 8004
Standard RAL colours of the internal sheeting PE 25 pm Internal sheeting . FoodSafe
RAL 9002 RAL 9010 White
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Roof sandwich panels EMR-Mw FARM 1050

Installation of sandwich panels

1. Thermal insulation core - mineral wool.
2. Steelfacings 0.4/ 0.5 (standard) mm.

3. Self-drilling screw with EPDM washer for fixing sandwich panels with supporting structure
4. Self-drilling screw with EPDM washer for fixing sandwich panels with each other..
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Self-drilling screw

Roof sandwich panel

Purlin

Installation of middle panels

- Installation of the first and second panel in each row
« Installation of penultimate and last panel in each row

« Fixing the panels to the purlin at cornice
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Sandwich panel coating Farm 35 um

Top layer, 20 um
: Granite®Farm

o———>—— Primer, 15um
Passivation layer
o= Zn
Metal Basis
o A n
S / Primer

Technical datasheet

""" Veerdl | FaMoatng

Application Forindoor use only E)é?cnfcsa\:jgﬁlsisar?gizii%ge;iggfiultural buildings
Basis Hot dip galvanized metal
Nominal coating thickness 35um
Composition 2 layers (primer, Granite ® Farm paint)

Description Color White
Glossy effect (60°) 30 GU (Medium)
Surface appearance Smooth
Protective film Yes - standard
Scratch resistance >2000 g
Surface hardness by the "pencil’ method from HB to H

Efficiency Impact resistance 18J
Salt spray test 360 hours
Corrosion resistance C3
Resistance test in water vapor 1500 hours
Corrosion resistance C4
Resistance to ammonia Very good A
Resistance to acidic / alkaline environment Very good
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